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Abstract

A 2-dimensional ring-type defect thermal feedback
model has been improved by including magnetic field en-
hancement at the pit edge. Latest simulation results show
that there is athermally stable state below the quench field
with part of the edge becoming normal conducting, which
can explain the preheating observed in thermometry mea-
surements at fields below quench. 3D magnetic field en-
hancement calculations of pit structures where done using
the Omega3P code to obtain realistic values for the mag-
netic field enhancement at typical pit dimensions.

INTRODUCTION

Pit-like structures on the niobium surface of supercon-
ducting RF cavities have been shown to cause thermal
breakdown under certain conditions. However, the field at
which quench is caused by a pit defect varies significantly
from pit to pit, and frequently, pits do not cause quench up
to the maximum field obtained. Previousthermal feedback
models treat pits as normal conducting disk-type or ring-
type defects and aim to predict quench fields according to
pit size[1],[2].

An interesting feature observed by temperature mapping
at pit locations is that increased heating is found, starting
well below the quench field [4]. Fig.1 shows a pit-like de-
fect found in a single cell 1.5 GHz cavity which showed
about 200mK pre-heating at the quench site just below the
breakdown field of 120 mT. Since the thermometer effi-
ciency is 20~25% [3], the actual outer wall temperature
rise is 800~1000mK. Only part of this heating can be at-
tributed to the typical high field Q-drop in BCP cavities
without low temperature bake. Figure 2 shows two indi-
vidual thermometer responses, one at the pit location, and
one at a defect free area in the high magnetic field region.
It shows that the defect heating has surpassed high-field Q
slope above 80 mT. By subtracting the estimated Q slope
heating, the pre-heating by the pit defect alone can be esti-
mated. From thisit is found that the temperature increase
scaleasH?, ;. and isthus ohmicin nature [3].

Inthis paper we present an improved version of our ring de-
fect model [2], which is not only able to predict the quench
field caused by the pit, but a so explainsthe presence of the
pre-heating observed at fields below quench.

The key idea of this new pit model isthat it includes the
magnetic field enhancement at the pit edge.
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Figure 1. The SEM image of a pit causing quench at 120
mT in cavity LE1-HOR.
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Figure 2: Individual thermometer response during test of
cavity LE1-HOR. The blue symbols show the heating mea-
sured at the pit location, while the green symbols are from
a location in the high magnetic field region showing the
typical high field Q-drop in a BCP treated cavity.

IMPROVED RING-TYPE DEFECT
MODEL

The phenomena of thermal magnetic breakdown has
been numerically simulated over theyearsand isbased on a
thermal feedback process. Past modelstreated the defect as
an axial-symmetric disk with its entire area becoming nor-
mal conducting when thermal breakdown happens. How-
ever, as observed in many cases, quench causing defects
are correlated with pits on the surface with a sharp edge,
and not disk like objects. Therefore, based on the assump-
tion that only the edge of the pit becomes normal conduct-
ing, a 2-dimensional ring-type defect thermal program was
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developed [2]. Figure 3 shows the mesh configuration dif-
ference between aring-type defect and a disk-type defect.
The ring-type defect model is based on the same heat bal-
ance eguations and boundary conditions as the disk-defect
thermal model [1].

(b) Mesh configuration for aring-type defect

Figure 3: Different mesh distributions of ring-type and
disk-type defect models with normal conducting (red) and
superconducting (blue) mesh elements.

In the ring-type defect model, the program splits a
cylindrical section of the niobium wall into many circular
ring-shaped mesh elements. To model the heating at the
edge of the pit, in the previous version of the ring defect
model a norma conducting defect was located at a ring
section at a certain distance from the center of the modeled
niobium disk. To speed up simulations, the mesh density
is higher near the defect element and lower away from
it where temperature gradients are smaller. The mesh
spacing in the radia direction was chosen to increase
exponentialy (the distance between the i-th element to
the ring-defect is proportional to e?). The z direction
(through the niobium) can also be easily meshed using an
exponential function. For a selected surface field at one
side of the niobium disc, the RF power is calculated based
on the temperature dependent surface resistance. Given the
temperature dependent thermal conductivity of niobium
and Kapitza conductance between niobium and helium,
the RF power produced at the surface is compared with
the power emitted into the helium bath at a given iteration
number. The over-relaxation method is used to estimate
the (n + 1)-th iteration from n-th iteration. Once the two
heat transfer numbers are sufficiently equal (e.g. their
difference is less than 1.0 x 10~9), thermal equilibrium
is reached. The model is well calibrated and used to
obtain quench field correlation with defect pit sizes. With
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sufficient mesh densities, the model takes less than few
minutes to converge.

The new feature added to the ring-type defect model dis-
cussed in this paper is a position dependent magnetic field
enhancement (MFE) factor at the RF surface. For a first
approximation, the enhancement factor is one far outside
of the pit and jumpsto a selected value above one at the pit
edge. Inside the pit, the field enhancement factor is scaled
below one because the surface magnetic field islower com-
pared with the field at the flat surface outside of a pit. Ini-
tially in the model, the entire surface is assumed to be su-
perconducting. Only when the field exceeds the superheat-
ing (critical) magnetic field at the given temperature of the
niobium at a given location, that section of the surface is
assumed to be normal conducting.

Since an axis-symmetric mesh is used, a uniform MFE fac-
tor is assumed instead of angular dependent MFE factor
along the pit edge.

Nevertheless, a 3-dimensiona electromagnetic code is
used to obtain realistic magnetic field enhancement factors
based on measured surface pit dimensions.

HIGH PRECISION 3D SIMULATION OF
MAGNETIC FIELD ENHANCEMENT

The magnetic field enhancement effect at the sharp
edge/corner of a pit has been calculated in previous work
[3].[6] [7]. Theresults obtained generally show ar —1/3 de-
pendence of magnetic field enhancement factor, where r is
the radius of edge/corner. Real pit-like defects observed in
the superconducting cavities have acomplex 3-dimensional
shape. To obtain a realistic field enhancement factor for
these pits, we use SLAC's parallel computing EM code
ACE3P [5] to compute the exact surface magnetic field in
the entire pit edge area. Studies have shown that Omega3P
has a very accurate surface field precision compared with
other 3 dimensional codes [8]. As afirst, simple example,
we have ssimulated a rounded pit on the axis of a pillbox
cavity with the TE;1; mode. The size of modeled pit is
small compared to the size of the cavity, which ensuresthat
the surface field would be uniform over the area of the pit
without the pit present. The pillbox cavity has aradius 100
mm, with a pit radius R = 1 mm. The simulated geometry
and mesh configuration can be seen as Fig.4 and Fig.5.

The calculation was performed and checked with dif-
ferent mesh densities. As the pit edge radius r becomes
smaller, the surface field results calculated by Omega3P
becomes more dependent on the mesh densities. Neverthe-
less, for sufficiently dense meshes, our calculated results
agreewell with the /3 dependence of the maximum sur-
face enhanced magneticfield. An exampleof thecalculated
surface magnetic field distribution is shown in Fig.6. The
corresponding field enhancement factor near the edge of
the pit isdisplayed in Fig.7. An angular non-uniform field
enhancement around the edge can be seen from these re-
sults, with significant field enhancement in some sections.
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Figure 4: Geometry and mesh configuration used for the

3D pit MFE calculations.

Figure 5: Mesh configuration at the pit used for 3D MFE
calculations.

RING-TYPE DEFECT MODEL RESULTS
AND DISCUSSIONS

Simulations of ring-type defects of different radius and
width (and thus different field enhancement factor at the
pit) were performed to explorethe relationship between the
pit geometry and the quench field. Fig. 8 shoes the temper-
ature profile on the RF surface as function of radial dis-
tance from the center of the pit at afield just below quench.
Clearly visible is the heating by the edge of the pit becom-
ing normal conducting. The normal conducting resistance
of niobium wastaken as 10m2. Future versions of thering
defect model will also take into account the temperature de-
pendence of the normal conducting resistance. Fig.9 shows
atypical pre-quench temperature distribution at the cross
section of the smulated heating by apit. The RF field level
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Figure 7: Magnetic field enhancement near the pit edge
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Figure 8: RF surface temperature distribution along the ra-
dial direction for agiven ring-type defect.
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is 1315 Oe which is dightly below the quench field of this
pit defect of 1319 Oe. As can be seen from Fig.9, the high-
est temperature located at the pit edge is 5.76K. In con-
trast, the critical temperature of niobium at this field level
is5.4K. This confirmsthat the pit edge has become normal
conducting, while the inside the pit the niobium remains
superconducting. As the field raises, the normal conduct-
ing pit edge expands and finally leads to quench, when the
entire simulated niobium slab becomes normal conducting.
Using two different pit diameters with the same pit edge

Figure 9: Temperature distribution at the cross section
of the simulated niobium dlab at a field level just below
gquench. The diameter of the smulated niobium disk is
10 mm with 3mm thickness. The field enhancement fac-
tor used at the edge of the pit correspondsto apit of 30 um
diameter with a edge radius of 1um. The RF field level is
1315 Oewhich is slightly below the quench field of this pit
defect of 1319 Oe. The helium bath temperatureis 2K.

size, the quench fields were calculated by the improved
ring-type model for different magnetic field enhancement
factors as shown in Fig.10. In the blue color region, al
parts of simulated niobium slab are superconducting. In
the white region, at least the edge of the pit has become
normal conducting. Notice that the pit edge becomes nor-
mal conducting at RF fields lower than the quench field,
especially for larger field enhancement factors. This be-
havior provides an explanation for the heating observed at
the location of a pit at fields below the quench field.

CONCLUSIONS

Simulations show that there is a thermally stable field
region below the quench field for pit-like defects, at which
only the edge of the pit is normal conducting. The exis-
tence of this stable normal conducting region can explain
the pre-heating (and maybe Q-slope reduction found before
guench) observed in thermometry results. As shown before
[1], these pre-heating signals can give clues of the size of
the pits. Currently, efforts are being made to extend this
model into 3 dimension so that the full spacial dependence
of the magnetic field enhancement factor can beincluded.
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Figure 10: Quench fields v.s. difference ring-type defect
sizes for different magnetic field enhancement factors. In
the blue color region, all parts of simulated niobium slab
are superconducting. In the white region, at least the edge
of the pit has become normal conducting.
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